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ПАХТАНИ МАЙДА ИФЛОСЛИКЛАРДАН ТОЗАЛАГИЧНИНГ САМАРАЛИ 
КОНСТРУКЦИЯСИ 

Джураев А., Росулов Р.Х., Пардаев П.Ч., Имомназаров М.С. 
Тошкент тўқимачилик ва енгил саноат институти.  

Аннотация. Мақолада пахтани майда ифлосликларнинг тозалагичнинг конструкцияси корпусга 
горизонтал равишда ўрнатилган тўртта бир хил қозиқли-планкали барабанлардан иборат бўлиб, уларнинг 
тўрсимон юзаси тешиклари бурчак остида жойлашиши таҳлил қилинган. Тешиклар қаторларининг қиялик 
бурчаги қарама-қарши йўналишларда танланади. Биринчи қозиқли-планкали барабан остидаги тўрсимон юзаси 
тешикларининг қиялик бурчаги α1 = 100, иккинчи барабан остида α2 = 200, учинчи барабан остида α3 = 300 ва 
тўртинчи барабан остида α4 = 400 га тенг. 

Калит сўзлар: тозалагич, ифлослик, корпус, қозиқли-планкали барабан, тўрли юза, қиялик бурчаги, 
тозалаш самарадорлиги.    
 

EFFECTIVE DESIGN OF A COTTON CLEANER FOR REMOVING SMALL DEBRIS 

Djurayev A., Rosulov R.X., Pardayev P.Ch., Imomnazarov M.S. 

Tashkent institute of textile and light industry. 
 Abstract. This article analyzes a cotton cleaner for fine debris. It contains four identical peg-and-slat drums 

mounted horizontally in a housing, with the mesh surface openings angled. The angle of inclination of adjacent rows of 

openings is chosen in opposite directions. The angle of inclination of the mesh surface openings under the first peg-and-

slat drum is α1=100, under the second drum α2=200, under the third drum α3 = 300, and under the fourth drum α4 = 400. 

Keywords: cleaner, debris, body, peg-and-bar drum, mesh surface, angle of inclination, cleaning effect. 
  

Пахта тозалаш корхоналарида пахтани майда ва йирик ифлосликлардан тозалаш 
машиналари бирлаштирилган. Чўткали барабанлар остига иккита аррачали барабан 
ўрнатилган ва уларнинг остидаги колосникли панжаралар пахтани йирик чиқиндилардан 
тозалаш зоналарини ҳосил қилади. Пахтани майда ифлосликлардан тозалаш машинаси эса 
қозиқли барабанлар ва уларнинг остидаги тўрсимон юзалар кетма-кет ўрнатилади [1]. 

Таклиф этилаётган конструкциянинг асосий камчилиги пахтани чиқиндилардан 
тозалашнинг паст самарадорлигидир. Ажратилган ифлосликлар умумий ифлосликларни 
йиғиш қисмларига, яъни пахтани майда ифлосликлардан тозалаш бўлимида ажратилган 
майда ифлосликларни йирик ифлосликлар билан тушган йирик ифлосликлар аралашишга 
олиб келади. Бу пахтани қайта регенерациялаш ва қайта тозалаш пайтида қўшимча 
қийинчиликларга олиб келади. 

Пахтани майда ифлосликлардан тозалаш учун пахта тозалагичнинг 1ХК русумидан 
фойдаланиб, горизонтал текисликда бир хил қозиқли-планкали барабанлар қатори (кетма-кет 
тўрттаси) ўрнатилган. 

Қозиқли барабан қозиқларининг тўрли юзаси бўйлаб ташишида пахта монотон ўзаро 
таъсири туфайли пахта тозалаш самарадорлигининг камайишига олиб келади. Бундан 
ташқари, қозиқли - планкали  барабанларининг бир хил геометрик ва кинематик 
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параметрлари туфайли ҳар бир тозалаш зонасининг (қозиқли-планкали барабани - тўр) паст 
самарадорлиги туфайли пахтадан майда ифлолсликлардан тозалаш эффекти паст. Бундан 
ташқари, ушбу тўрли юза конструкцияси пахтанинг титкиланганлигини ҳисобга олган ҳолда 
ҳар бир тозалаш зонасига йўналтирилган чиқиндилар миқдорини ҳисобга олмайди. 

Узлуксиз пахта тозалаш линиясида тозалаш самарадорлиги қозиқли-планкали 
барабанларини катталаштириш орқали эришилади, бу эса чигитлар ва пахта толаларига 
кўпроқ зарар етказилишига олиб келади. 

Пахта хомашёсига қозиқларнинг доимий катталик ва куч йўналиши билан таъсири ва 
қозиқли-планкали барабанларни тозалаш зонасида пахтанинг тўрли юзасига бир хил таъсири 
майда ифлосликларни тозалаш самарадорлигининг ошишига тўсқинлик қилади. 

Пахта тозалаш машинасининг тозалаш қисми қозиқлар, планкалар ва ташқи 
цилиндрлар орасига ўрнатилган, барабан валига қаттиқ ўрнатилган резина ҳалқали 
втулкаларга эга кетма-кет ўрнатилган тўртта композит барабандан иборат. Ҳар бир кейинги 
қозиқлар ва планкали барабаннинг резина ҳалқали втулкаларининг қалинлиги олдинги 
барабанга қараганда (пахта оқими йўли бўйлаб) 10-15% юпқароқ. Тўрли юзалар қозиқли-
планкали барабанларнинг остига ўрнатилади ва ажратилган майда ифлосликдиларни тозалаш 
учун пастда пневматик ифлослик йиғувчи ўрнатилади. Ҳар бир кейинги барабан қозиқлар ва 
планкалар билан юқори частота ва паст амплитуда билан қўшимча буриш тебранишларини 
амалга оширади, бу эса ифлосликларни самарали равишда йўқ қилишга олиб келади [2].  

Пахта тозалагичларнинг майда ифлосликлардан тозалагичнинг асосий ишчи элементи 
қозиқли-планкали барабанлардир [3].  

Пахтани майда ифлосликлардан тозалагичнинг тозалаш самарадорлигини ошириш 
учун барабанларнинг планкалари кўп қиррали қилиб ясалган [4]. 

Пахтани ифлосликлардан тозалашда УХК агрегатидан фойдаланилиб, майда 
ифлосликлар учун тозалаш зонаси учун қозиқли-планкали барабанлар остида тўрли юза, 
аррачали барабанлар остида колосокникли панжаралари бўлган билан йирик 
ифлосликлардан тозалаш зонаси, пахтани ажратиш учун чўткали барабанлар, чиқиндиларни 
олиб ташлаш учун шнек мавжуд бўлиб, бунда қозиқлар барабан юзасига спираль чизиқ 
бўйлаб ўрнатилади, бунда биринчи тозалаш зонасининг винтининг кўтариш бурчаги β1 = 300, 
иккинчи зона β2 = 22.50 ва учинчи зонада β2 = 150 танланади ва панжаралар ўқига нисбатан 
айлантирилган қовурғалар билан кўп қиррали қилиб ясалади, бунда биринчи йирик 
ифлосликлардан тозалаш зонасида колосникли панжара айланиш бурчаги α1 = 120, иккинчи 
зона α2 = 90, учинчи зона α3 = 60 танланади, бунда қўшни қозиқ барабанларининг 
қозиқларини ўрнатишнинг спираль чизиғи ва қўшни барабанлар остига ўрнатилган 
панжараларнинг қовурғалари бурчаги тескари йўналишда амалга оширилади [5]. 

Пахта тозалаш зоналарида тўрли юза конструкциясини такомиллаштириш орқали 
пахтанинг титкиланганлиги ва ажратилган майда ифлосликлар ҳажми ҳисобга амалга 
оширилади.  Тўрли юза тешикларини α1, α2, α3 ва α4 қиялик бурчаклари билан таъминлаш 
пахтанинг тешикларнинг чеккалари билан ўзаро таъсирини камайтиради, уларга етказилган 
зарарни камайтиради ва тозалаш зоналарида ажратилган ифлосликлар ҳажмини ҳисобга 
олган ҳолда майда ифлосликларни самарали тозалашни  таъминлайди. 

Дизайн чизма билан кўрсатилган, бу ерда 1-расм кичик чиқиндилар учун пахта 
тозалагичнинг умумий схемаси ҳисобланади. 2-расм 1-расмнинг I кўриниши; 3-расм 1-
расмнинг II кўриниши; 4-расм 1-расмнинг III кўриниши; 5 – 1-расмдаги IV кўриниши. 

Майда чиқиндиларни олиб ташлаш учун пахта тозалагич корпус 1, озиқлантирувчи 
роликлар 2, қозиқлари 7 бўлган тўртта бир хил қозиқ ва рельсли барабанлар 3, 4, 5, 6 ва 
уларнинг остида горизонтал ўққа α1 = 100, α2 = 200, α3 = 300 ва α4 = 400 бурчак остида мойил 
бўлган 13, 14, 15 ва 16 тешиклари бўлган 8, 9, 10 ва 11 тўрли юзалардан иборат. Қўшни 
қаторлардаги 13, 14, 15 ва 16 тешикларининг қиялик бурчаклари қарама-қарши бўлиши учун 
танланган. 
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1-расм. Кичик чиқиндилар учун пахта тозалагичнинг умумий схемаси 

 

 
Дастлабки тозалаш зонасида хом пахта камроқ бўшашади ва ажратилган майда 

чиқиндилар энг катта бўлади, чиқиш тозалаш зонасида, яъни қозиқ барабани остида 
ажратилган майда чиқиндилар энг кам бўлади. Барча зоналарда 8, 9, 10, 11 тўрларининг 13, 
14, 15, 16 тешикларининг шакли ва сони бир хил. 8, 9, 10 ва 11 тўр сиртлари 13, 14, 15 ва 16 
чиқиндиларни олиб ташлаш тешикларининг бурчаги бўйича фарқ қилади. Дастлабки зонада 
ифлосланган пахта камроқ бўшашади ва α1=100 бурчак остида қилинган тешик юзаларининг 
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катта қисми билан ўзаро таъсир қилади; катта ҳажмдаги майда чиқиндилар ажратилади, улар 
13 тешиклари орқали тушади. Қўшни қаторлардаги 13 тешикларининг қиялик 
бурчакларининг қарама-қарши йўналишлари пахтанинг маълум даражада бўшашиши ва 
силкитишига, майда чиқиндиларни самарали ажратишга имкон беради. Иккинчи тозалаш 
зонасида пахтанинг бўшашиши маълум даражада ошади; ажратилган чиқиндилар миқдори 
биринчи зонага қараганда камроқ бўлади. Шунинг учун, сирпаниш, тормозланиш ва пахта 
толалари ва уруғларининг шикастланишини камайтириш учун тўрнинг 14 тешикларининг 
қиялик бурчаги α2=200 га тенглаштирилади. Бу ҳолда, пахтанинг ўзаро таъсири 14 тешиклар 
четларининг горизонтал чизиғи проекцияларида камайтирилган қисм билан содир бўлади. 
Бундан ташқари, охирги тозалаш зоналарида пахта кўпроқ бўшашади, ажратилган майда 
чиқиндилар ҳажми камаяди ва шунинг учун толалар ва пахта уруғларининг ўзаро таъсирини 
ва уларнинг тез ташилишини камайтириш учун 15, 16 тешиклар α3=300 ва α4=400 бурчак 
остида ясалади. 
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TIKUV MASHINASINING TISHLI REYKASINI LAZER NURI YORDAMIDA TERMIK 

ISHLOV BERISHNING MATEMATIK MODELI 

Aliyev Sh.B. 

Biznes va fan universiteti. 
Annotatsiya. Maqolada sanoatda juda keng qo‘llanilishiga ega bo‘lgan kam uglerodli po‘latni lazer nuri 

yordamida  termik ishlov berish texnologiyasining nazariy asoslari, texnologik jarayonlar va lazerli kesish uskunalari 

haqida ma’lumot berilgan. Kesish bo‘shlig‘idagi fizik hodisalar, jarayonning asosiy texnologik parametrlarini 

hisoblash modellari ko‘rib chiqiladi. Sanoat lazerlarining uzluksiz va impulsli davriy nurlanishidan foydalangan holda 

po‘lat materiallarga termik ishlov berish rejimlarini tanlash bo‘yicha tavsiyalar berilgan.  

Kalit so‘zlar: lazerl nuri, po‘lat, texnologiya, uzluksiz, sanoatda qo‘llanilishi, plazma, elektron nurli nurlanish, 

nur, yorug‘lik oqimi, materialni toblash, samaradorlik. 

 

MATHEMATICAL MODEL OF LASER HEAT TREATMENT OF THE TOOTHED RACK 

OF A SEWING MACHINE 
Aliev Sh.B. 

University of Business and Science. 
Abstract. The article presents the theoretical foundations of laser heat treatment technology for low-carbon steel, which is 

widely used in industry, as well as information on technological processes and laser cutting equipment. The physical phenomena 

occurring in the cutting gap and models for calculating the main technological parameters of the process are considered. 

Recommendations are given for selecting heat treatment modes for steel materials using continuous and pulsed periodic radiation of 

industrial lasers. 

Keywords: laser beam, steel, technology, continuous mode, industrial application, plasma, electron beam radiation, beam, 

luminous flux, material hardening, efficiency. 

Kirish. Kesimning old yuzasida fizik hodisalarning xususiyati yorug‘lik oqimining quvvat 
zichligi bilan belgilanadi. Quvvat zichligi oshishi bilan kesmaning old yuzasi harorati va uning 
harakatining o‘rtacha tezligi oshadi. Kislorod, plazma va elektron nurlari bilan ishlov berish 
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